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        Main effects plot for wear (mm3).
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        Overlaid contour plot for wear (mm3).
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        Overlaid Contour plot for Hardness(Hv)of Stellite 6 alloy under different aging temperature and aging time.
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        Hardness contour and surface plot of Stellite 6 alloy under different aging temperature and aging time.
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        Interaction plot for hardness (Hv).

      

    

  