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Abstract. This paper presents the effect of work material on the formed shape in a cylindrical deep drawing
using a die with circumferentially varying die radius dimensions. In the deep drawing, the material anisotropy
causes unevenness, called “ears”, on the cup edge. Because of the additional trimming process, the occurrence of
earing leads to material loss and additional production processes, resulting in low productivity. The earing
suppression has usually been conducted by material development to suppress material anisotropy. It has been
shown that a die with different die radius dimensions has been proposed, and that the ear shape can be changed
by the die only. However, the effects of material thickness, diameter, and anisotropy on the formed shape have
not been reported. In this paper, the effects of forming conditions of mainly the material were investigated by
experiments and finite element analysis in cylindrical deep drawing using a die with circumferentially varying die
radius dimensions. As the sheet thickness was thicker and the blank diameter was larger, the ear height increased
due to the large material inflow. Stainless steel, aluminum alloy, and copper materials can be used to suppress ear
height if appropriate forming conditions are set. It has also been clarified that there are conditions of die
placement that suppress the ear height in correlation with the in-plane anisotropy of the material.
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focus of earing reduction is to suppress

Cylindrical deep drawing is a basic process for forming cups
from sheet materials. The formed cups are used in various
applications, including motor cases, battery cases, and
beverage cans [1-3]. A schematic of the forming method is
shown in Figure 1. The cup is formed by pushing the punch
into the die while the blank holder holds the sheet. Here,
since the sheet material has anisotropy due to rolling, the
edges of the cup are uneven, referred to as “ears” [4]. In
actual products, the trimming process is used to prepare
the end edges, resulting in material loss and an increase in
the number of processes. These problems have become an
issue of reduced productivity. Studies on the earing of deep
drawing were performed to predict ear shape using finite
element analysis (FEA). Low-carbon aluminum-killed steel
and pure titanium [5], pure titanium CPBO06 [6,7], and
DCO06 steel [8] were investigated for ear shape using
numerical analysis applied to various anisotropic yield
functions, and compared with experimental results. The
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anisotropy, and material manufacturers are taking the
lead in development. Therefore, it is difficult for the
drawing manufacturer who performs the forming process
to solve the earing. As a method for suppressing earing,
drawing using a deformed blank has been proposed [9].
However, in deep drawing—which typically involves
multiple process steps—this approach can contribute
only a single step. A technique involving laminating
materials with different anisotropies and then drawing
them to suppress earing has also been proposed [10].
However, this method makes it difficult to suppress the
earing using a single material. Variable blank holder force
has also been proposed to suppress earing [11], and in
recent years, optimization using neural networks has been
reported [12]. However, a special device is required for the
variable blank holder. As a method to suppress ear height
without the need for material development, Phanitwong
et al. proposed a die with a die radius that varies in the
circumferential direction, which has been shown to
equalize the material flow [13,14]. However, the details
of the die radius shape and the relationship between the
forming conditions and the formed shape have not been
reported yet.
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Fig. 1. Cylindrical deep drawing.

In contrast, the authors proposed “Multiple R die (MR)”
in which the die radius shape is defined by a trigonometric
function, and confirmed that the ear height can be sup-
pressed [15]. The die shape of MR is shown in Figure 2. In the
conventional “Single R die (SR)”, where the die radius shape is
uniform in the circumferential direction, the material inflow
differs in the circumferential direction due to material
anisotropy. The mechanism for suppressing ear height by
MR is shown in Figure 3. Figure 3 shows the nodal
displacement of the material flange section during forming.
In SR drawing shown in Figure 3a, material displacement
within the die is radially non-uniform due to material
anisotropy. On the other hand, in MR drawing of isotropic
material shown in Figure 3b, the area in contact with a small
dieshoulder R is actively displaced into the die cavity. In areas
in contact with large die shoulder R dimensions, the bending
stress generated in the surrounding material is low, causing
the flow into the die cavity to be delayed and resulting in the
earing. Therefore, as shown in Figure 3c, aligning the direction
in which the earing naturally forms with the material
contacting the area with a large die shoulder R is thought
to suppress ear height [15]. The principle of ear shape
suppression in MR and the effects of die radius dimensions
and die radius shape have been clarified [15,16]. In this paper,
the effects of blank initial thickness, blank diameter, and
material anisotropy on MR in cylindrical drawing were
investigated by experiment and FEA, and the effect of these
items on the ear shape was clarified.

2 Forming method

2.1 Die radius shape in multiple R die

The die radius shape of MR can have various possible
shapes. In this study, the die radius shape was defined by
the trigonometric function in equation (1).
R max R min R maxR min
Ro(6p) = D ;D 1w 2D

cos(f-0p). (1)

Rpmin and Rppax are the minimum and maximum
values of the die radius dimensions, fis the shape factor
that determines the approximation of the die radius shape,
and 6p is the angular position of the die. Previous studies
have confirmed that f=4 is the most ear height suppressing

for materials with four ears [15,16]. Therefore, in this study,
forming was also performed at f=4.

The shape of MR draw depends on the positional
relationship between the anisotropy and the die radius
shape. Therefore, the angle between the rolling direction
and the die reference direction 6p =0° was defined as «,
shown in Figure 4, and the effect of « on the ear height was
investigated.

2.2 Material testing

The anisotropy of the materials was investigated for a
survey of forming behavior. Tensile test conditions and
specimen shape are shown in Table 1 and Figure 5. The
Lankford value was measured by tensile test as an indicator
of anisotropy [17]. The specimens were used for austenitic
stainless steel SUS304 (Japan Industrial Standard, JIS),
ferritic stainless steel SUS430, heat-treated aluminum alloy
A6061-T6, and tough pitch copper C1100. Only SUS430
was used, with a thickness of 0.25 mm, while the others had
a thickness of 0.5 mm. SUS430 was tested at a different
sheet thickness than other materials to investigate the
effects of both different material properties and sheet
thickness. For tensile testing, a universal testing machine
“AG-100 kN Xplus” and video-based non-contact exten-
someter “TRViewX800D” (SHIMADZU CORPORA-
TION) were used. The distances between gauge length
and width of the parallel sections of the specimens were
measured before testing, and tensile tests were conducted
until the nominal strain was 15% for SUS304, SUS430, and
C1100, and 5% for A6061. After the test, the distances
between gauge length and width were measured again, and
Lankford values were calculated. Specimens were tested at
angular positions from rolling direction 65 of 0, 45, and 90°.

The nominal stress-nominal strain curve from the tensile
test when measuring anisotropy is shown in Figure 6. Nolocal
elongation was observed at any material or angular position
from rolling direction 6g. The test results for Lankford value
are shown in Table 2. SUS304 and A6061 had the highest
Lankford values at 65 = 45°, and SUS430 and C1100 had the
highest Lankford values at 65 =90°. As for Ar [18], which
expresses the in-plane anisotropy shown in equation (2),
SUS304 and A6061 had negative values, while SUS430 and
C1100 had positive values.

_ To+Too

A
" 2

—T45.

(2)

2.3 Experimental condition

The experimental conditions, experimental equipment,
and measurement methods are shown in Table 3 and
Figure 7. Each dimension of the die is shown in Figure 1.
The combinations of initial sheet thickness and blank
material are the same as in Table 1. This paper investigates
the effects of the initial blank thickness ¢, and initial blank
diameter D, on earing formation in SUS304, and the other
materials were compared finally. Clearance C' was set to
0.8 mm because, based on preliminary evaluations using
SR, wrinkles did not occur at C'=0.8 mm when the blank
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Fig. 2. Comparison of die shape, (a) Single R die (SR), (b) Multiple R die (MR).
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folder force was adjusted for # =0.3 and 0.5mm.
Furthermore, since wrinkles became significantly appar-
ent at t,=0.25 of SUS430, C was set to 0.4mm. In
experiments with SR, Rpmin was set to 3 mm because the
die radius fractured when it was less than 3 mm. Based on
previous studies, Rpmax Was standardized to 5 mm in this
study, taking into account the effects of material
properties and blank diameter. Blank holder force was
adjusted for each blank thickness, diameter, and material
to prevent difficulties for comparison due to wrinkling.
A universal testing machine “SERVOPULSER” (SHI-
MADZU CORPORATION) was used for deep drawing, as
shown in Figure 7a. The measurement of the ear shape
after forming was performed using a measuring device
that combines a digital indicator “ID-H0530” (Mitutoyo
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Table 1. Tensile test conditions.

Material
Specimen shape
Thickness ¢ / mm

Tensile direction (Rolling direction) 65 / °

Test temperature
Test velocity V; / mm'min ™"
Strain measurement equipment

SUS304, SUS430, A6061, C1100 (All JIS)

JIS13B test specimen

0.25 (SUS430), 0.5 (SUS304, A6061-T6, C1100)

0, 45, 90

Room temperature

20

Video extensometer

Unit [mm
[mm] o &  1,=0.2505
& o &
o &
—
O
Al
(70.96) 75 (70.96)
250
Fig. 5. Specimen sheet shape of tensile test.
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Fig. 6. Nominal stress — nominal strain diagram, (a) SUS304, (b) SUS430, (¢) A6061, (d) C1100.
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Table 2. Lankford value in tensile test results.

Material Lankford value Lankford value Lankford value In-plane anisotropy Ar
To (9]3 = 00) T45 (9]3 = 450) T9o (GB = 900)

SUS304 0.851 1.389 0.781 —0.573

SUS430 1.794 1.264 2.462 0.864

A6061 0.425 0.666 0.571 —0.168

C1100 0.835 0.780 0.912 0.094

Table 3. Experimental condition.

Blank Material SUS304, SUS430,

A6061-T6, C1100 (All JIS)

Outer diameter Dy / mm 50, 60
Thickness #) / mm 0.25, 0.3, 0.5

Punch Material SKD11 (JIS)

Outer diameter Dp / mm
(Clearance) C' /mm

28.4 (0.8), 29.2 (0.4)

Radius Rp / mm 3
Die (Common) Material SKD61 (JIS)
Inner diameter Dp / mm 30
Single R die Radius Rp / mm 3
Multiple R die Shape factor f 4
Minimum radius Rppi, / mm 3
Maximum radius Rpy.x / mm 5
Angle between the material rolling direction 0, 45
and die reference direction o / °
Blank holder pressure Pg / MPa 1.47, 1.96, 2.94
Punch velocity Vp / mm's ™' 5
Lubricant G-3060M (NIHON KOHSAKUYU CO., LTD.)
Experimental temperature Room temperature
(c)
Front Top
\/’_\/
RD
N
Formed cup

Fig. 7. Experimental equipment and measurement methods, (a) Universal testing machine for cylindrical deep drawing, (b) Ear

measurement device, (¢) Measurement section.
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Table 4. Analysis condition.

Blank Material type Elasto-plastic
Material hardening Swift’s law o = K(e,+8p)"
Outer diameter Dg / mm 50, 60
Thickness ¢ / mm 0.3, 0.5
Punch Material type Rigid
Outer diameter Dp / mm 28.4
Radius Rp / mm 3
Die (Common) Material type Rigid
Inner diameter Dp / mm 30
Single R die Radius Rp / mm 3
Multiple R die Shape factor f 4
Minimum radius Rppi, / mm 3
Maximum radius Rpp.. / mm 5

Angle between the material rolling direction 0, 45
and die reference direction o /°

Blank holder pressure Py / MPa
Coefficient of friction u 0.05

1.47, 1.96, 2.94

Front view

Blank holder
“

Isometric view

Fig. 8. Analysis model.

Corporation) and a rotary table, as shown in Figure 7b.
The experimental cup shape was organized as the cup
height Hc at an angular position from the rolling direction
O, as shown in Figure 7c.

2.4 Analysis condition

The analysis conditions and analysis model are shown in
Table 4 and Figure 8. In this study, the dynamic explicit
method of the finite element analysis code “Ansys LS-Dyna”
was applied to the analysis. The blanks were modeled using
solid elements, and all tools were modeled using shell
elements. The number of blank elements was set to 50-120
divisions in the radial direction and 3 divisions in the
thickness direction, depending on the initial sheet thickness
and blank diameter. Work hardening was calculated using
equation (3) of Swift’s law [19], with parameters derived
from the stress-strain relationship at 6 = 0°.

gT :K(bp+60)n (3)

Here, o1 is true stress, ¢, is plastic strain, n is the strain
hardening exponent, K is the strength coefficient, and g is
the offset strain. Hill’s quadratic yield function [20] was
used for anisotropic materials. The input material data are

shown in Table 5. The material data of the specimen was
used for SUS304, and the results of Lankford values from
Table 2. The coefficient of friction was determined by
referring to a previous study [21]. The formed shape was
organized by the formed cup height Hi as shown in
Figure 7c, similar to the experimental results.

A preliminary study using SR method was conducted to
evaluate the validity of FEA and the experiment. The ear
shape and punch load — punch stroke diagram by SR are
shown in Figure 9. Both the ear shaping and the punch load
showed roughly agreement between experiments and FEA.
Therefore, assuming the number of elements and the
coefficient of friction in this analysis are valid, they were
applied to other analysis conditions.

3 Formed results and discussion
3.1 Effect of initial thickness on formed shape

The effect of initial sheet thickness on the forming of MR
was investigated. Experimental results for the formed cup
height in initial thickness ¢, =0.3, 0.5 mm, and maximum
ear height A H, are summarized in Figures 10 and 11. AH,
was calculated by the following equation (4).

AHe = HCmax - HCmin~ (4)

Hepoxe and Hepyy, are the maximum and minimum
values of the formed cup height, respectively. As shown in
the previous experimental results [15], SUS304 produced
ears at 65 = 45°in SR, and the ear height increased at a = 0°
in MR and decreased at o = 45°. If the maximum die radius
dimension Rp,,.x is placed at the point where the highest
Lankford value, the ear height can be suppressed [15]. The
trend of ear shape change with the initial thickness ¢,
change did not change in MR forming. As the initial sheet
thickness t; was increased, the ear height became large



T. Muraoka et al.: Manufacturing Rev. 13, 6 (2026 ) 7
Table 5. Material data for FEA.
Material SUS304 SUS430 A6061 C1100
Young’s modulus F / GPa 210 200 68 118
Strain hardening exponent n 0.410 0.180 0.084 0.306
Strength coefficient K / MPa 1535 823 396 407
Offset strain g 0.029 0.001 0.01 0.01
Anisotropy
parameter
F 0.589 0.261 0.522 0.499
G 0.540 0.358 0.702 0.545
H 0.460 0.642 0.298 0.455
L 1.500 1.500 1.500 1.500
M 1.500 1.500 1.500 1.500
N 2.133 1.092 1.428 1.336
32 50
(a) SUS304, D,=60mm| (D) SUS304, Dy = 60 mm
t,=0.5 mm, Py = 2.94 MPa, SR 45 t,=0.5 mm, Py = 2.94 MPa, SR
e 30 > 40
E FEA < 55 |
\O o8 | w30 + Experiment
z ® 25
< o
< 26 | ‘ _5 20
T Experiment c 15
o )
a
O 24 1 | | (CRR) 10
\">J 5
20 X X X 0 ! ! n
0 90 180 270 360 0 10 20 30 40
Angular position from rolling direction 65/ ° Punch stroke S/ mm
Fig. 9. Comparison of Experiment and FEA, (a) Ear shape, (b) Punch load — punch stroke diagram.
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Fig. 10. Effect of initial thickness on formed cup shape in e

under all forming conditions. Furthermore, in Figure 10, no
symmetry in ear height was observed in any of the results.
This may be due to misalignment between the material and
the die center, with factors such as the blank roundness, set
position, and the dimensional accuracy of the die’s inner
diameter being cited.

xperimental results, (a) SR, (b) MR «=0° (c) MR o =45°.

FEA was performed to examine the effect of initial sheet
thickness. The analysis results of the formed cup height are
shown in Figure 12. Figure 12d shows the analysis with
isotropic materials in MR forming. By using isotropic
materials, the effect of the die radius shape can only be
considered. For isotropic materials, the angular position from
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Fig. 11. Comparison of maximum ear height in experimental
results.
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Fig. 12. Relationship between initial sheet thickness and formed cup shape in the analysis results, (a) SR, (b) MR o =0°, (c) MR
a=45° (d) MR Isotropy.

the rolling direction 0y is synonymous with the die reference larger material inflow due to die radius shape. Furthermore,
angle position 6p. Cup height and ear height are higher for the experimental results and the analysis results do not
initial sheet thickness # =0.5mm than for #{=0.3mm. quantitatively match. This may be due to the possibility that
Comparing the effect of die radius shape only in Figure 12d, factors such as springback, elastic deformation of the die, or
without considering the effect of material anisotropy, the anisotropic yield functions have not been fully reproduced in
thicker the sheet, the larger the cup edge deformation and the FEA. The nodal displacement of the cup during the forming
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Fig. 15. Comparison of maximum ear height in experimental
results.

process is shown in Figure 13. Figure 13 shows a vector of zy-
nodal displacements of the cup top surface at stroke S = 9 mm.
It can be seen that nodal displacement and material inflow are
large for initial sheet thickness t;= 0.5 mm. Therefore, the
thicker the sheet, the greater the material inflow and
consequently the higher the ear height.

3.2 Effect of blank diameter on formed shape

The effect of blank diameter on the forming of MR was
investigated. Experimental results for the formed cup
height in blank diameter Dg =50, 60 mm, and maximum
ear height AH, are summarized in Figures 14 and 15. To
compare changes in ear shape only, Figure 14 shows the ear
height distribution, the difference between cup height Hc
and minimum cup height Hepi,. As the blank diameter Dy
increases, the ear height increases under all forming
conditions. The large blank diameter Dy resulted in a
slightly larger change in the ear height of MR compared to
SR. However, while the initial sheet thicknesses of t,=0.3
and 0.5 mm correspond to a sheet thickness of 0.2 mm and a
volume of approximately 393 mm?® the blanks have
diameters of D, =50 and 60 mm, resulting in a volume of
approximately 432 mm?®. Therefore, the blank diameter
exhibits a greater volume change. This difference is

thought to have influenced the degree of change in ear
height. The experimental results all lack symmetry, but
like the effect of initial sheet thickness, misalignment
between the blank and the die center is considered a cause.

FEA was also used to investigate the effect of the blank
diameter. The analysis results of the cup height after
forming are shown in Figure 16. It can be seen that the
larger the blank diameter Dg, the larger the ear height.
Figure 16d shows the change in material inflow due to the
die radius shape, because the analysis is based on isotropic
material. Therefore, when the same die radius shape is used
for forming, the material inflow is larger for the large blank
diameter Dp, and the change in the ear shape inflow by MR
is also considered to have been large. The quantitative
discrepancy between experimental and analytical results
can be attributed to the fact that FEA does not fully
reproduce springback, elastic deformation of the die, or
anisotropic yield functions, similar to the effect of initial
sheet thickness.

3.3 Effect of blank material on formed shape

The effect of material anisotropy on the forming of MR was
investigated. Experimental results for the formed cup
height in SUS430, A6061, and C1100, maximum ear height
AH, and photographs of formed products are shown in
Figures 17-19. Figure 19 also shows the formed results of
SUS304 for reference, and the rolling direction is the left-
right direction in the photographs. The blank holder force
Py, and punch diameter Dp are changed to match each
material’s drawability and sheet thickness. For SUS430
and C1100, contrary to SUS304, ear height decreased at
a=0° and increased at o =45° in MR. As with SUS304,
A6061 showed an increase in ear height at « =0° and a
decrease in ear height at @ =45° in MR. As shown in
Table 2, the in-plane anisotropy Ar was negative for
SUS304 and A6061, and positive for SUS430 and C1100.
Therefore, the ear height can be suppressed at @ = 45° when
the in-plane anisotropy Aris negative, and at « = 0° when
Ar is positive.

The relationship between the die radius shape of MR
and the in-plane anisotropy was investigated by FEA. The
cup shape and cup appearance images in the analysis
results are shown in Figures 20 and 21. Similar to the
experimental results, SUS304 and A6061 showed a
tendency for ear height to decrease at a = 45° and increase
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at @« =0° The quantitative discrepancy between experi-
mental and analytical results can be attributed to the fact
that FEA does not fully reproduce springback, elastic
deformation of the die, or anisotropic yield functions,
similar to the other effects. A graph summarizing the ear
heights from Figures 17-19 are shown in Figure 22. The
vertical axis of the graph represents the maximum ear
height ratio, calculated by dividing MR ear height A H, by
SR ear height AH,. When AH,/AH, is less than 1, ear
height decreases; when it is greater than 1, the ear height
increases. The ear height decreases at « = 45° and increases
at @« =0° when Ar is negative. On the other hand, no
correlation was observed between Ar and the degree of
earing suppression. Previous studies have demonstrated
clear trends in Ar and ear height in MR drawing by
employing virtual anisotropic materials in FEA [16]. On
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the other hand, in this experiment and FEA, factors other
than Ar—such as sheet thickness, blank diameter, and
blank holder force—differed, which likely prevented a clear
relationship from being shown.

According to the in-plane anisotropy equation (2),
when Aris negative, the r value is high in 65 =45°. For a
normal SR, the flange circumferential compression inflow
increases in the direction of the high rvalue and results in
the earing [22]. Therefore, for example, as shown in the
experimental results of SUS304 in Figure 9a and A6061 in

Figure 16b, the earing is formed at 6g =45° in SR. As
shown in the analysis results for isotropic materials in
Figures 11 and 12, for example, in MR, material flows
into the die at the minimum die radius Rp.;, angular
position, faster than at other angular positions. If the
minimum die radius position is placed at the point where
the anisotropic material forms the earing, the ear height
can be suppressed, and if the in-plane anisotropy Ar and
the ear shape are correlated, the ear shape can be
controlled.
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4 Conclusion

In this study, the forming conditions of the work material
were mainly investigated in forming by Multiple R die (MR)
in cylindrical deep drawing. The results are shown below.

The reduction rate in ear height due to MR forming did
not vary significantly with the initial sheet thickness.
Additionally, thicker sheets result in a greater inflow of
material, relatively increasing the ear height.

A larger blank diameter results in greater ear height.
The reduction rate in ear height due to MR is slightly
greater with a larger blank diameter.

The ear shape changes due toin-plane anisotropy Ar. The
forming conditions for suppressing ear height via MR also
change. When Aris negative, the forming condition requires
setting o = 0°, and when Ar is positive, it requires setting
a=45°
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